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Age
At

Inspection

Last
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Date(SqFt)
True AreaLanesRankUseSurfaceLast

Const.
Date

Section IDBranch ID PCI

09/01/2000100-01100 (Taxiway A) 06/18/2002 91.00AC TAXIWAY P 0 101,850.00 2

09/01/2000200-01200 (Taxiway B) 06/18/2002 89.00AAC TAXIWAY P 0 25,150.00 2

09/01/2000200-02200 (Taxiway B) 06/18/2002 94.00AC TAXIWAY P 0 107,850.00 2

08/01/2000300-01300 (COAST GUARD TAXIWAY) 06/18/2002 89.00AC TAXIWAY P 0 18,910.00 2

09/01/20004100-014100 (Aprons) 06/18/2002 91.00AC APRON S 0 162,700.00 2

09/01/20004100-024100 (Aprons) 06/18/2002 91.00AC APRON P 0 200,289.01 2

09/01/20004100-034100 (Aprons) 06/18/2002 92.00AC APRON P 0 315,675.01 2

09/01/19834100-044100 (Aprons) 06/18/2002 21.00PCC APRON P 0 1,776.00 19

09/01/19846100-026100 (Runway 11-29) 06/18/2002 62.00AC RUNWAY S 0 8,750.00 18

09/01/19846100-036100 (Runway 11-29) 06/18/2002 62.00AC RUNWAY P 0 325,000.01 18

09/01/19846100-046100 (Runway 11-29) 06/18/2002 62.00AC RUNWAY P 0 325,000.01 18

09/01/19846100-056100 (Runway 11-29) 06/18/2002 64.00AC RUNWAY P 0 325,000.01 18
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